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Quality of Materials Report

Client: Mount Sylvia Diatomite Report Number: 09133 - 25
Client Address: QLD
Job Number: 09133 Report Date: 16/09/2010
Project: Material Testing Order Number: -
Location Mine Site , Mt Sylvia Page 1 of 1
Lab No: 101883 Sample Locatlon
Date Sampled: 15/09/2010 Sample From Stockpile
Date Tested: 16/09/2010
Sampled By: Client
Sample Method: As Recelved
Material Source: Fine Crushed Rock Spec Description: -
For Use As: - Lot Number: -
Remarks: - Spec Number: -
A.S. Sieve Slzes Specification Percent Speclfication
Minimum Passing Maximum
Test Method: AS$1289.3.6.1
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